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Ar+ ion milling of InSb for manufacturing single electron devices was studied. It is shown that pyramidal
structures (porous) are created on the (1 1 1) surface of InSb wafers by anisotropic etching. Also it was
shown the axis of the pyramidal structure is a function of the angle of the Ar+ incident beam and does
not depend on the energy of the beam. EDX measurement results show InxOy and SbxOy were not created
on the surface after milling process. FTIR measurement results show that the surface reflection was
decreased and less than 0.3 V flat band voltage was seen in capacitance voltage measurement results.
SEM images show that the etching has approximately vertical profile. Therefore the Ar+ milling technique
can be used as a dry etching technique for manufacturing mesa and/or porous structures of InSb. Since
the surface is porous and of near-pyramidal morphology, one can simulate the surface by a set of needles
each of which is a nanometer-size capacitance (i.e. single electron device). We showed, the threshold
voltage of this single electron device is 0.3 V approximately, and therefore it can be used for studying sin-
gle-electron or Coulomb blockade effects.

� 2009 Elsevier B.V. All rights reserved.
1. Introduction remove material from the sample surface. Usually, the pressure
For devices with sub micrometer dimensions, dry etching is
necessary for pattern transfer to maintain vertical profile. In addi-
tion to the demands of vertical profile and controllable etch rate,
etch-induces damage has to be minimized in order to realize the
advantage of these small devices. There are different type of dry
etching technology which are, physical sputtering (including ion
milling and plasma sputtering), plasma etching (including plas-
ma-assisted chemical reaction) and reactive ion etching (including
chemical reaction plus ion bombardment).

Sputter etching in Ar+ plasma would be an attractive method of
in situ surface preparation prior to metal deposition if ion-induced
damage of semiconductor surface could be minimized. The Ar+

sputter etching of GaSb was studied by Polakowska [1].
Her results indicated presence of a damage layer with refractive

index n � 5.2–5.3 and extinction index k � 1.5. Thus the surface is
free from native oxide (nox = 1.94), through the GaSb surface is
damaged (nGaSb = 5.052) [1].

Ion beam milling is a purely physical technique, with no chem-
ical etching factor. A relatively high energy (500–800 eV) inert ion
beam transfer large amount of energy and momentum to the
substrate. If the force is strong enough these ions can physically
ll rights reserved.
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imchi).
used in ion milling is under the 0.1 millitorr. Since the pressure
is low, the mean free path of the particle is long and the ejected
sputtered material can cross the reactor vessel and reach opposing
walls. When uniform ion beams bombard a sample, it provides an
anisotropic profile in pattern transfer.

Atomic layer etching (ALET) of GaAS has been demonstrated by
using Cl2/Cl gas and low- energy Ar+ bombardment. It has been
shown that by carefully controlling the reactive species, it is possi-
ble to achieve monolayer etching [2,3].

A molecular dynamic study of 50 eV Ar+ ion bombardment of
Si (1 0 0) crystal with a monolayer of adsorbed chlorine has been
studied to simulate atomic layer etching of Si. It was shown that,
93% of the silicon removed originated from the topmost silicon
layer, the remaining 7% was from the layer underneath [4]. An
experimental system and methodology have been developed to
realize dry etching of single crystal silicon with monolayer accu-
racy. They showed control of the ion energy was the most impor-
tant factor on realizing etching of one monolayer per cycle [5].
Dry etching of SiC in inductively coupled Cl2/Ar plasma was stud-
ied. They showed for the first time, the etch rate of SiC increase by
50% at lower substrate temperatures (�80 �C) than at high sub-
strate temperature (150 �C) [6]. High density plasma etching of
RF-sputtered Indium–Zinc-Oxide (IZO) films in Ar, Ar/Cl2 and Ar/
CH4/H2 chemistries was studied and it is suggested that, despite
its lower etch rate, the Ar/Cl2 plasma chemistry be privileged over
Ar/CH4/H2 for IZO etching because it provides a good surface
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Fig. 1. The typical different planes on III–V wafers.
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morphology and very moderate surface composition alteration
[7].

Others have studied the problems with either ion milling of In-
based materials or of conventional dry etching to leads to In-rich
surfaces before [23,24]. The ion milling damage in InP and GaAs
was studied by Pearton et. al. [23], and reactive ion etch of In-based
III–V semiconductors were studied by Pearton et. al., [24].

In this paper, as the authors know for the first time, Ar+ ion mill-
ing of InSb for manufacturing single electron devices was studied. It
is shown the pyramidal structures (porous) are created in the (1 1 1)
surface of a InSb wafer by anisotropic etching. Also it was shown the
axis of the pyramidal structure is a function of the angle of Ar+ inci-
dent beam and dose not depends on the energy of beam. The EDX
measurement results show, InxOy and SbxOy were not created on
the surface after milling process. The FTIR measurement results
show the surface reflection was decreased and less than 0.3 V flat
band voltage was seen in capacitance voltage measurement results.
The SEM images show the etching has vertical profile approxi-
mately. Therefore the Ar+ milling technique can be used as dry etch-
ing technique for manufacturing mesa and/or porous structures of
InSb. Since the surface is porous in near-pyramidal morphology,
one can simulate the surface by a set of needles which each of them
is a nanometer-size capacitance (i.e. single electron device). We
showed, the threshold voltage of this single electron device is
0.3 V approximately, and therefore it can be used for studying sin-
gle-electron or Coulomb blockade effect similar to others [22].

2. Preparing the samples

Commercial (1 1 1)A n-type Te-doped (3E14–8E14) InSb wafers
were cleaned by CP4A solution [8]. The ions flux and the energy of
the systems were set up based on the mentioned values based in
the Tables 1 and 2 and Ar+ milling process has been done.

After ion milling process, the SEM images were taken and, the
EXD and FTIR experiment were done on the samples. Then the sur-
face of the samples was covered by a SiO2 layer by PECVD method
[9] and the high frequency CV measurement experiment was done.

3. SEM images

The SEM images are shown in Fig. 2a–d and Fig. 3a and b.
Since the images of different conditions are similar to each

other, we show them as a picture. In Fig. 3a the incident angel of
Ar+ is zero and in Fig. 3b is 45�.

4. EDX results

The EXD results are shown in Fig. 4a and b. The Fig. 4a shows
the result on the dark areas and Fig. 4b shows the result on white
Table 1
The current of ions and the energy of the system, incident angle, h, equal to zero.

Experiment no. 1 2 3

Energy 1 KeV 800 eV 650 eV
Ion flux 50 lA/Cm2 50 lA/Cm2 50 lA/Cm2

Process time 2 h 2 h 2 h

Table 2
The current of ions and the energy of the system, incident angel, h, equal to zero and
45�.

Experiment no. 1 2

Energy 1 KeV, h = 0 1 KeV, h = 45�
Ion flux 50 lA/Cm2 50 lA/Cm2

Process time 2 h 2 h
areas of SEM images. The results show no indium and antimony
oxides were created on the surface.

5. FTIR results

The result of the FTIR experiment is shown in Fig. 5a and b be-
fore and after dry etches, respectively. As the result show the
reflection decreased and the transmission did not change.

6. CV measurement results

After coating the surface by 0.5 lm PECVD SiO2 [9] a metal layer
(Cr(300A)/Au(3500A)) was coated on the surface and capacitance
voltage measurement was done. The result of low frequency is
shown in Fig. 6a and high frequency in Fig. 6b. Before we have
shown [9], on (1 1 1) n-type InSb the flat band voltage is at range
4–5 V. Because we have not indium and antimony oxides on the
surface now, the flat band voltage is at the range 0.15–0.2 V. Also
since the thickness of oxide is 0.5 lm, and, the capacitor shapes
is circle whose radius is 250 lm, the eSiO2=e0, 77 K will be equal to:

eSiO2=e0 ffi 1:44

The ratio is not in fair agreement with our previous data [9]
although the deposition process of SiO2 was same in both of them.
Therefore one can conclude the surface morphology of the InSb ef-
fects on the property of coated SiO2 layer.

7. Results and discussion

Anisotropic wet chemical etching remains the most widely used
processing technique in silicon technology. During recent years,
much effort has been dedicated to the characterization and under-
standing of the surface morphology during wet chemical etching,
both experimentally [10] and theoretically [11]. Realistic Monte
Carlo simulation show that the pyramidal hillocks on Si (1 0 0)
are the result of local stabilization of distributed apex atoms by
(metal) impurities from solution [12].

There is an empirical rule in III–V semiconductor etching that
slow etching faces consist of group III atoms, since the group V
atoms are electron rich, and hence more reactive [13]. This was
the basis for the use of acidic and oxidizing reagents to break the
covalent bonds in III–V semiconductors [14,15]. But the main prob-
lem of wet etching of InSb is remaining of indium and antimony
oxides on the surface after etching process [8]. These oxides cause
flat band voltage shifts and non hysteresis-free behavior in capac-
itance voltage measurement experiment [9]. Therefore people



Fig. 2. SEM images after Ar+ milling of InSb, ion flux = 50 lA/Cm2, and energy = 1 KeV, time = 2 h.

Fig. 3. SEM images at different angle of incident Ar+ beam, (a) h = 0, (b) h = 45�, ion flux = 50 lA/Cm2, and energy = 1 KeV, time=2 h.
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prefer to use dry etching method instead of wet etching technique
for minimizing (or deleting) oxide formation on the surface.

In the other hand, for a compound III–V semiconductor such as
InSb for example, indium contributes three electrons (5s2 5p1), and
antimony does five electrons (4s2 4p3). Thus a total number is eight
valence electrons per basis or four per atom [16]. Due to the differ-
ent electro negativity, the bonds are partly ionic and thus not
purely covalent. Crystal planes are referred to as polar planes,
when they do not include equal numbers of group III and group
V atoms. These planes will therefore be electrically charged. For a
zinc-blende crystal such as InSb for example, the only electrically
neutral (non-polar) low-index planes are the (1 1 0) planes. Atoms
at the surface have a lower coordination number than the bulk
atoms and therefore the surface atomic surrounding is different
from the one in the bulk. Each group III atom of the top layer at
the (1 1 1)A cation-terminated surface is bonded to the three group
V atoms of the layer beneath. If one out of four atoms of group III in
the top layer is removed from thee surface, three group V dangling
bond orbital will be created. The electrons in the remaining three
group III dangling bond orbital are transferred to the three created
group V dangling bond orbital. Such reconstruction can be consid-
ered in accordance to the group III and it was shown, the (1 1 1)A
polar surface, independently of preparation technique, reveal the
(2 � 2) reconstruction only [17,18].

By attention to above descriptions, it can be assumed that, a po-
lar surface of InSb i.e. reconstructed (1 1 1)A polar surface was



Fig. 4. EDX result at (a) dark and (b) white areas of SEM images.
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Fig. 5. FITR result (a) reflection and (b) transmission curves, InSb reflection and InSb transmission stand for InSb wafer before Ar+ milling. The specification of samples was
mentioned in table one.

116 H. Simchi et al. / Infrared Physics & Technology 52 (2009) 113–118



Fig. 6. Capacitance voltage curve (a) low frequency and (b) high frequency.
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placed against the flow of Ar+ at each instant of time. The electric
potential which the dipoles produce at point, P, outside the matter
is given by [19]:

V ¼ 1
4pe0

Z
s0

rbda0

r
þ 1

4pe0

Z
s0

qbds0

r
ð1Þ

where S0 is the surface that bound the volume s0 of the matter. Also
rb and qb are surface and volume charge distributions, respectively.

Since ion milling is purely physical and requires high energy
(500–1000 eV), it can be assumed that the effect of polar surface
on Ar+ ions is negligible.
In the other hand, the surface atom density at {1 1 1} plane is
more than {1 0 0} plane and at {1 0 0} plane is more than {1 1 0}
plane. Therefore it is expected, as Fig. 1 shows, we have anisotropic
etching and therefore a vertical etch profile can be obtained. It is
the profile we got and is shown in Fig. 2a–d.

The etch rate, R, is directly proportional to the yield (the
number of milled atoms or molecules per incident ion), given by
[20]:

R ¼ 6:22sjW
q

ðnm=minÞ ð2Þ
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where s is the milling yield, j the ion flux (mA/Cm2), W the molec-
ular weight of the etched material (g/mol), and, q, the density of the
material to be etched (g/Cm3).

The molecular weight of argon is 39.95, the density of InSb is
5.77 gr/Cm3 at 300 K and in our experiment, the ion flux is
0.05 mA/Cm2. Therefore the Eq. (2) can be rewritten as:

R ¼ 2:23s ðnm=minÞ ð3Þ

We found 0.6–0.8 lm/h etch rate during our experiment for both
InSb and AZ9260 photo resist at incident angel equal to zero. There-
fore the milling yield is at range 22.30–29.75 nm/min. This approx-
imately small milling rate can be used in nano-technology.

If we assume a pyramidal hillock appear as regular pentahedra
composed of four lateral {1 0 0} crystallographic planes lying on
the (1 1 1) base plane, the near-pyramidal morphology can be con-
sidered as the result of {1 0 0}-terrace bunching due to the rela-
tively fast removal of material from the top and the four near-
h1 1 0i edges as compared to the slow removal of material from
{1 0 0} planes themselves. Because of, we saw near-pyramidal
morphology on Ar+ dry etched InSb as Fig. 3a shows [21].

Fig. 3b shows the result when the Ar+ beams encountered the sur-
face in 45�. As the figure shows, the direction of the axis of pyramidal
is in direction of the incident beam. That is the surface will be porous
after dry etching. Because of, we expect the reflection decrease and
transmission increase at InSb surface as Fig. 5a and b show.

The result of low frequency CV measurement is shown in Fig. 6a
and its high frequency in Fig. 6b. Before we have shown [9], on
(1 1 1) n-type InSb the flat band voltage is at range 4–5 V. The
EXD results are shown in Fig. 4a and b. The Fig. 4a shows the result
on the dark areas and Fig. 4b shows the result on white areas of
SEM images. The results show no indium and antimony oxides
were created on the surface.

Because we have not indium and antimony oxides on the sur-
face now, the flat band voltage is at the range 0.15–0.2 V. But the
ratio eSiO2=e0 is not in fair agreement with our previous data [9]
although the deposition process of SiO2 was same in both of them.
Therefore one can conclude the surface morphology of the InSb ef-
fects on the property of coated SiO2 layer.

Since the surface is porous in near-pyramidal morphology, one
can simulate the surface by a set of needles which each of them is
a nanometer-size capacitance. When the voltage increases to more
than 0.3 V, as Fig. 6b shows, the current increase suddenly and the
device failed. However the idea of single electron electronics is based
on the fact that it takes an appreciable amount of energy to transfer a
single electron into a structure with a small enough capacitance. The
area of near-pyramidal needle is equal to 7.85 � 10�3 lm2 (diame-
ter 0.1 lm) approximately as Fig. 3 shows. Therefore its associated
capacitance is equal to 2 � 10�19 F approximately and it takes a
threshold voltage (Vthreshold = 1.6 � 10�19/C) of 0.8 V. Therefore one
can conclude the single electron device (i.e. each needle) transfer
the electron to the substrate and the device will be failed if the volt-
age increases more than 0.8 V theoretically. Of course we estimated
the area of near-pyramidal needles and because of, the measured
threshold voltage is 0.3 V instead of 0.8 V.

Since we have a single electron device now, one can use it for
studying the single-electron or Coulomb blockade effect such as
others [22].
8. Conclusion

Commercial (1 1 1)A n-type Te-doped (3E14–8E14) InSb wafers
were cleaned by CP4A solution [8]. The ions flux and the energy of
the systems were set up based on the mentioned values based in
the Tables 1 and 2 and Ar+ milling process has been done.

Since the surface atom density at {1 1 1} plane is more than
{1 0 0} plane and at {1 0 0} plane is more than {1 1 0} plane, it is ex-
pected, as Fig. 1 shows, we have anisotropic etching and therefore
a vertical etch profile can be obtained. It is the profile we got and is
shown in Fig. 2a–d. If we assume a pyramidal hillock appear as reg-
ular pentahedra composed of four lateral {1 0 0} crystallographic
planes lying on the (1 1 1) base plane, the near-pyramidal mor-
phology can be considered as the result of {1 0 0}-terrace bunching
due to the relatively fast removal of material from the top and the
four near-h1 1 0i edges as compared to the slow removal of mate-
rial from {1 0 0} planes themselves. Because of, we saw near-pyra-
midal morphology on Ar+ dry etched InSb as Fig. 3a shows [21].
Fig. 3b shows the result when the Ar+ beams encountered the sur-
face in 45�. As the figure shows, the direction of the axis of pyrami-
dal is in direction of the incident beam. That is the surface will be
porous after dry etching. Because of, we expect the reflection de-
crease and transmission increase at InSb surface as Fig. 5a and b
show. The EXD results are shown in Fig. 4a and b. The results show
no indium and antimony oxides were created on the surface. Be-
cause we have not indium and antimony oxides on the surface
now, the flat band voltage is at the range 0.15–0.2 V. But the sur-
face is porous in near-pyramidal morphology. Therefore we can
simulate the surface by a set of needles which each of them is a
nanometer-size capacitance. (i.e. single electron device). We
showed, the threshold voltage of this single electron device is
0.3 V approximately, and therefore it can be used for studying sin-
gle-electron or Coulomb blockade effect similar to others.
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